Crammix Bricks - Quality Bricks Since 1947

Quality Clay Bricks since 1947
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OUR PRODUCTS PAVING BRICKS

» Language of Bricks
* Plaster Products

* Wine Cooler

* Special Shaped Bricks

* Face Bricks

* Handmade Cobbles
* Pool Copings

* Paving Bricks

%,
CLAYBRICK

for good

5

Environmentally Friendly

Quality Standards
Certificates:
SABS Certificate

SABS ISO 9001

saes| SABS
TTFTETIE)| [rpememmm

All paving bricks also available in 60mm on request.

Crammix Clay Pavers are colourfast, extremely versatile, and weather-resistant. Not only do they make an attractive
low-maintenance solution for exterior surfaces, they also complement any landscape layout and design.

Available in a myriad of shapes, colours and surface textures, our clay pavers allow for flexibility in design, and can be used in any
residential, commercial, entertainment, pedestrian and traffic area. Their natural, earthy tones also complement any environment.
All Crammix clay pavers are highly durable, water-resistant, and resilient to applied loading and high traffic conditions. They are

also easy to install and maintain.

(Pdf Download : Paving Brick Spec Pages)

View Projects

Sahara Sand

Coverage

Class

Average Compressive Strength
Material

Average Mass

Average Size

Moisture Expansion
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50 per m?

PA/PB

60 MPA

Clay, solid

2,0 Kg

200 x 100 x 50mm
Category Il




Crammix Bricks - Quality Bricks Since 1947

Average Water Absorption
Efflorescence

Modulus of Rupture

Multiblend

Coverage

Class

Average Compressive Strength
Material

Average Mass

Average Size

Moisture Expansion

Average Water Absorption
Efflorescence

Modulus of Rupture

Kalahari Red

Coverage

Class

Average Compressive Strength
Material

Average Mass
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5,6%
Slight
>4,0 MPA

50 per m?

PA/PB

60 MPA

Clay, solid

2,0 Kg

200 x 100 x 50mm
Category Il

5,6%

Slight

>4,0 MPA

50 per m?
PA/PB

45 MPA
Clay, solid
2,0 Kg
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Average Size

Moisture

Average Water Absorption
Efflorescence

Modulus of Rupture

Flame Blue

Coverage

Class

Average Compressive Strength
Material

Average Mass

Average Size

Moisture

Average Water Absorption

Efflorescence

Modulus of Rupture

Karoo Blend
Coverage
Class

Average Compressive Strength
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200 x 100 x 50mm
Category I/
7,2%

Slight

>4,0 MPA

50 per m?

PA/PB

45 MPA

Clay, solid

2,0 Kg

200 x 100 x 50mm
Category lI/111
7,2%

Slight

>4,0 MPA

50 per m?
PA/PB
50 MPA
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Material

Average Mass

Average Size

Moisture

Average Water Absorption
Efflorescence

Modulus of Rupture

Dune

Coverage

Class

Average Compressive Strength
Material

Average Mass

Average Size

Moisture Expansion

Average Water Absorption
Efflorescence

Modulus of Rupture

Kariba Blue

Coverage

Class

Average Compressive Strength
Material

Average Mass

Average Size

file:///G|/jobs/sites 2009/Crammix/Crammix New/HTML/Crammix/web-content/Products/Paving.html (4 of 5) [2010/01/12 09:32:34 PM]

Clay, solid

2,0 Kg

200 x 100 x 50mm
Category Il

6,3%

Slight

>4,0 MPA

50 per m?

PA/PB

62 MPA

Clay, solid

2,0 Kg

200 x 100 x 50mm
Category Il

7,3%

Slight

>4,0 MPA

50 per m?

PA/PB

70 MPA

Clay, solid

2,0 Kg

200 x 100 x 50mm
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Moisture Category I/
Average Water Absorption 7,3%
Efflorescence Slight
Modulus of Rupture >4,0 MPA
Albany Brown

Coverage 50 per m?
Class PA/PB
Average Compressive Strength 70 MPA
Material Clay, solid
Average Mass 2,0Kg

Average Size

200 x 100 x 50mm

Moisture Expansion Category I/l
Average Water Absorption 7,3%
Efflorescence Slight
Modulus of Rupture >4,0 MPA

SPECIALS: AVAILABLE BY ARRANGEMENT

View Projects Due to the natural qualities of clay, variations in brick colours may occur - use this information as a
general guide.

Created by Skyrocket Multimeadia 2 20 ammix Bricks
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